
Agenda (Meeting 2/27/03)            J.W. 

1.  Testing structures for December 2002
High power test status:  H90VG3N and  H60VG3N (Chris).

3.  Testing structures for May 2003
SW20a375F x 2 2-Cell stack bonding completed, 2 more stacks tomorrow.

Coupler will be 1st brazed tomorrow. 
Assemblies will be done by end of next weeks optimistically.

H60VG3S18   All regular cups checked flatness and visual check completed.
60 seconds chemical cleaning etches away burrs. 
Universal coupler under assembly
Assembly and QC one to two weeks later.

FXB structures    (John)

4. Design and Study Issues:
� Summary of Discussion on 2/25/2003. 
� Design of H60VG3S17 and even smaller 2a structures. (Zhenghai) 
� Q reduction for irises tipped with other materials. (Zhenghai)
� More breakdown analysis discussion.



Comparison of SEM pictures before and after 
Chemical etching (60 minutes) 

for H60VG3S18 #4 disc slotted area
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H60VG3S18 HOM Coupler Cold Test?


